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TEST  CERTIFICATE 
 

Specificati on of API 1 3 A Sec-12 grade Attapulgite Powder 

 

 

Sr No Testing Parameter Un
it 

Specification 

Requireme

nt/ Limits 

Typ  i c a l   Test Results 

1 Suspension 

properties (Salt 

Viscosity) Fann 

Viscometer dial 

reading at 600 RPM 

cp
s 

 
 
 

Min. 30 

 

 

32 

2 Form  Powder Powder 

3 Colour  Off White Off White 

4 Moisture  Degree 
Centigrade 

% 

Max
. 

16 10% 

s Grit (Wet) Residue of 
diameter greater than 

75µm 
I 200 Mesh. 

% 

Max
. 

8 % 5 % 


