COT=CNA

Ref no: CH2412880-1 Date:10.06.2024

CERTIFICATE OF QUALITY

NAME OF VESSEL : MV“ CLJEDDAH”
FLAG : Liberia
DESCRIPTION OF GOODS : 44,000 METRIC TONNES OF BULK MURIATE OF POTASH .
LOAD PORT : AQABA, JORDAN
DISCHARGE PORT : ONE SAFE PORT - DEENDAYAL , KANDLA OR MUNDRA ON WCI .
COMMENCED LOADING : ON 07.06.2024 AT 0305 HRS
COMPLETED LOADING : ON 10.06.2024 AT 1950 HRS
HOLDS LOADED : 1,2,3,48&5
Chemical Analysis Physical Analysis
Tyler Mesh
Element Measured % WT
KCL (%Wt) 97.91 +10 3.6
Water Soluble Potash As K20 (%Wt) | 61.86
NaCL (%Wt) 1.60 93.3
MgCL2 (%Wt) 0.21 + 65
CaCL2 (%Wt) 0.02
Moisture H20 (%Wt) 0.16 RESULT -65 3.1

WE COTECNA, THE INDEPENDENT INTERNATIONALLY RECOGNISED GARGO INSPECTING AGENCY
JOINTLY APPOINTED BY BUYER AND SELLER CONFIRMING THAT THE MATERIAL SHIPPED IS AS PER
CONTRACTUAL SPECIFICATIONS VIDE PURCHASE ORDER NO. DL /POP/11.3/APC/MOP/ CLJEDDAH [/
2024/P) DATED 01.06.2024. — D
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ISSUED AT AQABA ON 10/06/2024 COTEQNA

Terms and Conditions: ! { V
N /

This inspection has been performed on the goods for which it was requested according to our professional standards %“id to the best of our knowledge
on the date and at the place it was performed, within the scope of instructions received. This inspection does not reléase seller(s) and/or supplier(s)
and/or shipper(s) and/or other parties involved from their respective contractual obligations and does not prejudice the buyer(s)/receiver(s)’ right to claim,
under applicable law and contract, compensation from seller(s)/supplier(s)/shipper(s) regarding any defects not detected during our inspection or
occurring thereafter. This inspection is also subject to COTECNA Terms and Conditions of Business 2018.”(http.//www.cotecna.com/en/About-
Cotecna/Terms-Conditions). Headings and titles in this certificate/report are for reference only and the findings contained herein prevail as stated
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